
ISSN 2518-1491 (Online), 
ISSN 2224-5286 (Print)

ҚАЗАҚСТАН РЕСПУБЛИКАСЫ
ҰЛТТЫҚ ҒЫЛЫМ АКАДЕМИЯСЫНЫҢ

Д.В. Сокольский атындағы 
«Жанармай, катализ және электрохимия институты» АҚ

Х А Б А Р Л А Р Ы

 
 
 

SERIES 
CHEMISTRY AND TECHNOLOGY

3 (452)
 JULY –  SEPTEMBER  2022

PUBLISHED SINCE JANUARY 1947

PUBLISHED 4 TIMES A YEAR

ALMATY, NAS RK

ИЗВЕСТИЯ
НАЦИОНАЛЬНОЙ АКАДЕМИИ НАУК 
РЕСПУБЛИКИ КАЗАХСТАН
АО «Институт топлива, катализа и
электрохимии им. Д.В. Сокольского»

N E W S
OF THE ACADEMY OF SCIENCES 

OF THE REPUBLIC OF KAZAKHSTAN 
JSC «D.V. Sokolsky institute of fuel, 

catalysis and electrochemistry» 



2

OF THE NATIONAL ACADEMY OF SCIENCES OF THE REPUBLIC OF KAZAKHSTAN

Бас редактор: 
ЖҰРЫНОВ Мұрат Жұрынұлы, химия ғылымдарының докторы, профессор, ҚР ҰҒА академигі, 

Қазақстан Республикасы Ұлттық ғылым академиясының президенті, АҚ «Д.В. Сокольский атындағы 
отын, катализ және электрохимия институтының» бас директоры (Алматы, Қазақстан) H = 4

Редакция алқасы:
ӘДЕКЕНОВ Серғазы Мыңжасарұлы (бас редактордың орынбасары), химия ғылымдарының 

докторы, профессор, ҚР ҰҒА академигі, «Фитохимия» Халықаралық ғылыми-өндірістік холдингінің 
директоры (Қарағанды, Қазақстан) H = 11

АГАБЕКОВ Владимир Енокович (бас редактордың орынбасары), химия ғылымдарының 
докторы, профессор, Беларусь ҰҒА академигі, Жаңа материалдар химиясы институтының құрметті 
директоры (Минск, Беларусь) H = 13

СТРНАД Мирослав, профессор, Чехия ғылым академиясының Эксперименттік ботаника 
институтының зертхана меңгерушісі (Оломоуц, Чехия) H = 66

БҮРКІТБАЕВ Мұхамбетқали, химия ғылымдарының докторы, профессор, ҚР ҰҒА академигі, 
әл-Фараби атындағы ҚазҰУ-дың бірінші проректоры (Алматы, Қазақстан) H = 11

ХОХМАНН Джудит, Сегед университетінің Фармацевтика факультетінің Фармакогнозия 
кафедрасының меңгерушісі, Жаратылыстану ғылымдарының пәнаралық орталығының директоры 
(Сегед, Венгрия) H = 38

РОСС Самир, PhD докторы, Миссисипи университетінің Өсімдік өнімдерін ғылыми зерттеу 
ұлттық орталығы, Фармация мектебінің профессоры (Оксфорд, АҚШ) H = 35

ХУТОРЯНСКИЙ Виталий, философия докторы (PhD, фармацевт), Рединг университетінің 
профессоры (Рединг, Англия) H = 40

ТЕЛТАЕВ Бағдат Бұрханбайұлы, техника ғылымдарының докторы, профессор, ҚР ҰҒА 
корреспондент-мүшесі, Қазақстан Республикасы Индустрия және инфрақұрылымдық даму 
министрлігі (Алматы, Қазақстан) H = 13

ФАРУК Асана Дар, Хамдар аль-Маджида Шығыс медицина колледжінің профессоры, Хамдард 
университетінің Шығыс медицина факультеті (Карачи, Пәкістан) H = 21

ФАЗЫЛОВ Серік Драхметұлы, химия ғылымдарының докторы, профессор, ҚР ҰҒА академигі, 
Органикалық синтез және көмір химиясы институты директорының ғылыми жұмыстар жөніндегі 
орынбасары (Қарағанды, Қазақстан) H = 6

ЖОРОБЕКОВА Шарипа Жоробекқызы, химия ғылымдарының докторы, профессор, 
Қырғызстан ҰҒА академигі, ҚР ҰҒА Химия және химиялық технология институты (Бішкек, 
Қырғызстан) H = 4

ХАЛИКОВ Джурабай Халикович, химия ғылымдарының докторы, профессор, Тәжікстан ҒА 
академигі, В.И. Никитин атындағы Химия институты (Душанбе, Тәжікстан) H = 6

ФАРЗАЛИЕВ Вагиф Меджидоглы, химия ғылымдарының докторы, профессор, ҰҒА академигі 
(Баку, Әзірбайжан) H = 13

ГАРЕЛИК Хемда, философия докторы (PhD, химия), Халықаралық таза және қолданбалы 
химия одағының Химия және қоршаған орта бөлімінің президенті (Лондон, Англия) H = 15

«ҚР ҰҒА Хабарлары. Химия және технология сериясы»
ISSN 2518-1491 (Online), 
ISSN 2224-5286 (Print)
Меншіктенуші: «Қазақстан Республикасының Ұлттық ғылым академиясы» РҚБ (Алматы қ.).Қазақстан  
Республикасының  Ақпарат  және  қоғамдық  даму  министрлiгiнің  Ақпарат  комитетінде 29.07.2020 ж. берілген 
№ KZ66VPY00025419 мерзімдік басылым тіркеуіне қойылу туралы куәлік.
Тақырыптық бағыты: органикалық химия, бейорганикалық химия, катализ, электрохимия және коррозия, 
фармацевтикалық химия және технологиялар.
Мерзімділігі: жылына 4 рет. 
Тиражы: 300 дана.
Редакцияның мекен-жайы: 050010, Алматы қ., Шевченко көш., 28, 219 бөл., тел.: 272-13-19
http://chemistry-technology.kz/index.php/en/arhiv

© Қазақстан Республикасының Ұлттық ғылым академиясы, 2022

Редакцияның мекенжайы: 050100, Алматы қ., Қонаев к-сі, 142, «Д.В. Сокольский атындағы отын, катализ 
және электрохимия институты» АҚ, каб. 310, тел. 291-62-80, факс 291-57-22, e-mаil:orgcat@nursat.kz

Типографияның мекен-жайы:  «Аруна» ЖК, Алматы қ., Мұратбаев көш., 75.



3

Volume 3, Number 452 (2022) 
Главный редактор:

ЖУРИНОВ Мурат Журинович, доктор химических наук, профессор, академик НАН РК, 
президент Национальной академии наук Республики Казахстан, генеральный директор АО «Институт 
топлива, катализа и электрохимии им. Д.В. Сокольского» (Алматы, Казахстан) H = 4

Редакционная коллегия:
АДЕКЕНОВ  Сергазы Мынжасарович  (заместитель главного редактора), доктор химических 

наук, профессор, академик НАН РК, директор Международного научно-производственного холдинга 
«Фитохимия» (Караганда, Казахстан) H = 11

АГАБЕКОВ В ладимир Енокович (заместитель главного редактора), доктор химических 
наук, профессор, академик НАН Беларуси,  почетный директор Института химии новых материалов 
(Минск, Беларусь) H = 13

СТРНАД Мирослав, профессор, заведующий лабораторией института Экспериментальной 
ботаники Чешской академии наук (Оломоуц, Чехия) H = 66

БУРКИТБАЕВ  Мухамбеткали, доктор химических наук, профессор, академик НАН РК,  
Первый проректор КазНУ имени аль-Фараби (Алматы, Казахстан) H = 11

ХОХМАНН Джудит, заведующий кафедрой Фармакогнозии Фармацевтического факультета 
Университета Сегеда, директор Междисциплинарного центра естественных наук (Сегед, Венгрия) 
H = 38

РОСС Самир, доктор PhD, профессор Школы Фармации национального центра научных 
исследований растительных продуктов Университета Миссисипи (Оксфорд, США) H = 35

ХУТОРЯНСКИЙ Виталий, доктор философии (Ph.D, фармацевт), профессор Университета 
Рединга (Рединг, Англия) H = 40

ТЕЛЬТАЕВ Багдат Бурханбайулы, доктор технических наук, профессор, член-корреспондент 
НАН РК, Министерство Индустрии и инфраструктурного развития Республики Казахстан (Алматы, 
Казахстан) H = 13

ФАРУК Асана Дар, профессор колледжа Восточной медицины Хамдарда аль-Маджида, 
факультет Восточной медицины университета Хамдарда (Карачи, Пакистан) H = 21

ФАЗЫЛОВ Серик Драхметович, доктор химических наук, профессор, академик НАН РК, 
заместитель директора по научной работе Института органического синтеза и углехимии (Караганда, 
Казахстан) H = 6

ЖОРОБЕКОВА Шарипа Жоробековна, доктор химических наук, профессор, академик НАН 
Кыргызстана, Институт химии и химической технологии НАН КР (Бишкек, Кыргызстан) H = 4

ХАЛИКОВ Джурабай  Халикович, доктор химических наук, профессор, академик АН 
Таджикистана,  Институт химии имени В.И. Никитина АН РТ (Душанбе, Таджикистан) H = 6

ФАРЗАЛИЕВ Вагиф Меджид оглы, доктор химических наук, профессор, академик НАНА 
(Баку, Азербайджан) H = 13

ГАРЕЛИК Хемда, доктор философии (Ph.D, химия), президент Отдела химии и окружающей 
среды Международного союза чистой и прикладной химии (Лондон, Англия)  H = 15

«Известия НАН РК. Серия химии и технологий». 
ISSN 2518-1491 (Online), 
ISSN 2224-5286 (Print)
Собственник: Республиканское общественное объединение «Национальная академия наук  Республики 
Казахстан» (г. Алматы).
Свидетельство о постановке на учет периодического печатного издания в Комитете информации Министерства 
информации и общественного развития Республики Казахстан № KZ66VPY00025419, выданное 29.07.2020 г.
Тематическая направленность: органическая химия, неорганическая химия, катализ, электрохимия и коррозия,  
фармацевтическая химия и технологии.
Периодичность: 4 раз в год. 
Тираж: 300 экземпляров.
Адрес редакции: 050010, г. Алматы, ул. Шевченко, 28, оф. 219, тел.: 272-13-19
http://chemistry-technology.kz/index.php/en/arhiv

© Национальная академия наук Республики Казахстан, 2022

Адрес редакции: 050100, г. Алматы, ул. Кунаева, 142, АО «Институт топлива, катализа и электрохимии им. Д.В. 
Сокольского», каб. 310, тел. 291-62-80, факс 291-57-22, e-mаil:orgcat@nursat.kz

Адрес типографии: ИП «Аруна», г. Алматы, ул. Муратбаева, 75.



4

OF THE NATIONAL ACADEMY OF SCIENCES OF THE REPUBLIC OF KAZAKHSTAN

Editor in chief:
ZHURINOV Murat Zhurinovich, doctor of chemistry, professor, academician of NAS RK, president 

of NAS RK, general director of JSC “Institute of fuel, catalysis and electrochemistry named after 
D.V. Sokolsky (Almaty, Kazakhstan) H = 4

Editorial board:
ADEKENOV Sergazy Mynzhasarovich (deputy editor-in-chief) doctor of chemical sciences, professor, 

academician of NAS RK, director of the international Scientific and production holding «Phytochemistry» 
(Karaganda, Kazakhstan) H = 11

AGABEKOV Vladimir Enokovich (deputy editor-in-chief), doctor of chemistry, professor, 
academician of NAS of Belarus, honorary director of the Institute of Chemistry of new materials (Minsk, 
Belarus) H = 13

STRNAD Miroslav, head of the laboratory of the institute of Experimental Botany of the Czech 
academy of sciences, professor (Olomouc, Czech Republic) H = 66

BURKITBAYEV Mukhambetkali, doctor of chemistry, professor, academician of NAS RK, first 
vice-rector of al-Farabi KazNU (Almaty, Kazakhstan) H = 11

HOHMANN Judith, head of the department of pharmacognosy, faculty of Pharmacy, university of 
Szeged, director of the interdisciplinary center for Life sciences (Szeged, ungary) H = 38

ROSS Samir, Ph.D, professor, school of Pharmacy, national center for scientific research of Herbal 
Products, University of Mississippi (Oxford, USA) H = 35

KHUTORYANSKY Vitaly, Ph.D, pharmacist, professor at the University of Reading (Reading, 
England) H = 40

TELTAYEV Bagdat Burkhanbayuly, doctor of technical sciences, professor, corresponding 
member of NAS RK, ministry of Industry and infrastructure development of the Republic of Kazakhstan 
(Almaty, Kazakhstan) H = 13

PHARUK Asana Dar, professor at Hamdard al-Majid college of Oriental medicine. faculty of Oriental 
medicine, Hamdard university (Karachi, Pakistan) H = 21

FAZYLOV Serik Drakhmetovich, doctor of chemistry, professor, academician of NAS RK, deputy 
director for institute of Organic synthesis and coal chemistry (Karaganda, Kazakhstan) H = 6

ZHOROBEKOVA Sharipa Zhorobekovna, doctor of chemistry, professor, academician of NAS of 
Kyrgyzstan, Institute of Chemistry and chemical technology of NAS KR (Bishkek, Kyrgyzstan) H = 4

KHALIKOV Jurabay Khalikovich, doctor of chemistry, professor, academician of the academy of 
sciences of tajikistan, institute of Chemistry named after V.I. Nikitin AS RT (Tajikistan) H = 6

FARZALIEV Vagif Medzhid ogly, doctor of chemistry, professor, academician of NAS of Azerbaijan 
(Azerbaijan) H = 13

GARELIK Hemda, PhD in chemistry, president of the department of Chemistry and Environment of 
the International Union of Pure and Applied Chemistry (London, England) H = 15

News of the National Academy of Sciences of the Republic of Kazakhstan. Series of chemistry and technology.
ISSN 2518-1491 (Online), 
ISSN 2224-5286 (Print)
Owner: RPA «National Academy of Sciences of the Republic of Kazakhstan» (Almaty).
The certificate of registration of a periodical printed publication in the Committee of information of the 
Ministry of Information and Social Development of the Republic of Kazakhstan No. KZ66VPY00025419,
issued 29.07.2020. 
Thematic scope: organic chemistry, inorganic chemistry, catalysis, electrochemistry and corrosion, pharmaceutical 
chemistry and technology.
Periodicity: 4 times a year.
Circulation: 300 copies.
Editorial address: 28, Shevchenko str., of. 219,  Almaty, 050010, tel. 272-13-19
http://chemistry-technology.kz/index.php/en/arhiv

© National Academy of Sciences of the Republic of Kazakhstan, 2022

Editorial address: JSC «D.V. Sokolsky institute of fuel, catalysis and electrochemistry», 142, Kunayev str., of. 310, 
Almaty, 050100, tel. 291-62-80, fax 291-57-22, e-mаil: orgcat@nursat.kz

Address of printing house: ST «Aruna», 75, Muratbayev str, Almaty.



57

Volume 3, Number 452 (2022) 

NEWS
OF THE NATIONAL ACADEMY OF SCIENCES OF THE REPUBLIC 
OF KAZAKHSTAN 
SERIES CHEMISTRY AND TECHNOLOGY
https://doi.org/10.32014/2518-1491.118

UDC 620.3

G. Jamanbayeva1, B. Taussarova1, B. Surimbayev2,3*, S. Shalgymbayev2

1Almaty Technological University, Kazakhstan, Almaty;
2Kazmekhanobr State Scientific Production Association of Industrial Ecology, 

Kazakhstan, Almaty;
3Al-Farabi Kazakh National University, Kazakhstan, Almaty.

E-mail: surimbaev@gmail.com

EFFECT OF ZINC NITRATE CONCENTRATION ON OBTAINING 
ZINC OXIDE MICRO- AND NANOPARTICLES

Abstract. In recent years, there has been much interest in metal micro- 
and nanoparticles in terms of the improvement of the physical and chemical 
properties of materials. The purpose of this work was to study the effect of 
zinc nitrate concentration, being the initial precursor, on obtaining zinc oxide 
micro- and nanoparticles. The latter were synthesized by precipitation at initial 
zinc nitrate concentrations of 0.05; 0.08; 0.1; 0.12 mol. The materials obtained 
after deposition were analyzed on a JSM 6610 LV, JEOL scanning electron 
microscope to determine the size and shape of zinc oxide micro- and nanopowder 
samples. X-ray diffraction patterns of zinc oxide samples were obtained on a 
DRON-4 X-ray diffractometer using copper radiation. The results of the study 
showed the effect of zinc nitrate concentration on obtaining zinc oxide micro- 
and nanoparticles. At initial concentrations of zinc nitrate of 0.05-0.08 mol, zinc 
oxide micro- and nanoparticles have a spherical shape and are organized into 
dense agglomerates, which in shape resemble bundles, visible at 50,000 times 
magnification. However, when initial concentrations of zinc nitrate reach 0.1-
0.12 mol, in addition to the spherical shape, the formation of rod-shaped zinc 
oxide particles is observed, in addition to it, compounds with a more complex 
structure are formed. An increase in the initial concentration of zinc nitrate from 
0.05 to 0.12 mol increases the formation of zinc oxide from 31.2% to 52.6%. It 
is found that the structure and size of micro- and nanoparticles largely depend 
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on the reaction conditions and the concentration of the starting products. An 
increase in the concentration of the initial reagents leads to the formation of rod-
shaped and needle-shaped particles with sizes that reach up to 0.419 µm.

 Key words: zinc oxide nanoparticles, zinc oxide microparticles, zinc oxide 
synthesis, various shapes of nanoparticles, nanoparticles.
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МЫРЫШ НИТРАТЫ КОНЦЕНТРАЦИЯСЫНЫҢ МЫРЫШ 
ОКСИДІНІҢ МИКРО ЖӘНЕ НАНОБӨЛШЕКТЕРІН 

АЛУҒА ӘСЕРІ

Аннотация. Соңғы жылдары металл микро және нанобөлшектері 
материалдардың физикалық және химиялық қасиеттерін жақсартуға 
үлкен қызығушылық тудырды. Осы жұмыстың мақсаты бастапқы 
прекурсор – мырыш нитраты концентрациясының мырыш оксиді микро 
және нанобөлшектерін алуға әсерін зерттеу болып табылады. Мырыш 
оксидінің микро және нанобөлшектері мырыш нитратының бастапқы 
концентрациясы 0,05; 0,08; 0,1; 0,12 моль кезінде тұндыру әдісімен 
синтезделді. Мырыш оксиді микро және наноұнтақтары үлгілерінің 
мөлшері мен пішінін анықтау үшін тұндырудан кейін алынған материалдар 
JSM 6610 LV, JEOL электронды сканерлеу микроскопында талданды. 
Мырыш оксиді үлгілерінің рентгенографиясы ДРОН-4 маркалы рентгендік 
дифрактометрде мыс сәулеленуін қолдана отырып алынды. Зерттеу 
нәтижелері мырыш нитратының концентрациясының мырыш оксиді 
микро және нанобөлшектерін алуға әсерін көрсетті. Мырыш нитратының 
бастапқы концентрациясы 0,05-0,08 моль кезінде мырыш оксиді микро-және 
нанобөлшектері сфералық пішінді, олар 50000 есе үлкейтілген кезде тығыз 
агломераттарға ұйымдастырылған, пішінді байламдарға ұқсайтындығы 
байқалады. Бірақ мырыш нитратының бастапқы концентрациясы 0,1-
0,12 моль кезінде, сфералық формадан басқа, өзек тәрізді мырыш оксиді 
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бөлшектерінің пайда болуы байқалады. Сондай-ақ, мырыш оксидінен 
басқа күрделі құрылымы бар қосылыстар түзіледі. Мырыш нитратының 
бастапқы концентрациясының 0,05-тен 0,12 мольге дейін артуы мырыш 
оксидінің түзілу мөлшерін 31,2%-дан 52,6%-ға арттырады. Микро және 
нанобөлшектердің құрылымы мен мөлшері көбінесе реакция жағдайларына 
және бастапқы өнімдердің концентрациясына байланысты екені анықталды. 
Бастапқы реагенттер концентрациясының жоғарылауы өлшемдері 0,419 
µm дейін жететін өзек және ине тәрізді бөлшектердің түзілуіне әкеледі.

Түйін сөздер: мырыш оксиді нанобөлшектері, мырыш оксиді микро-
бөлшектері, мырыш оксиді синтезі, нанобөлшектердің әртүрлі формалары, 
нанобөлшектер.
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ВЛИЯНИЕ КОНЦЕНТРАЦИИ НИТРАТА ЦИНКА 
НА ПОЛУЧЕНИЕ МИКРО- И НАНОЧАСТИЦ 

ОКСИДА ЦИНКА

Аннтоация. В последние годы микро- и наночастицы металлов 
вызвали большой интерес для улучшения физических и химических 
свойств материалов. Целью настоящей работы являлось изучение влияния 
концентрации исходного прекурсора – нитрата цинка на получение микро- 
и наночастиц оксида цинка. Микро- и наночастицы оксида цинка были 
синтезированы методом осаждения при исходных концентрациях нитрата 
цинка 0,05; 0,08; 0,1; 0,12 моль. Полученные материалы после осаждения 
были проанализированы на электронно-сканирующем микроскопе JSM 
6610 LV, JEOL для определения размера и формы образцов микро- и 
нанопорошков оксида цинка. Рентгенограммы образцов оксида цинка 
были получены на рентгеновском дифрактометре марки ДРОН-4 с 
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использованием медного излучения. Результаты исследования показали 
влияние концентрации нитрата цинка на получение микро- и наночастиц 
оксида цинка. При исходных концентрациях нитрата цинка 0,05-0,08 
моль микро- и наночастицы оксида цинка имеют сферическую форму, 
которые организованы в плотные агломераты, по форме напоминающие 
пучки и заметны уже при увеличении 50000 раз. Но уже при исходных 
концентрациях нитрата цинка 0,1-0,12 моль, кроме сферической формы, 
наблюдается образование частиц оксида цинка стержневидной формы. 
Также кроме оксида цинка образуются соединения, имеющие более 
сложную структуру. Увеличение исходной концентрации нитрата цинка 
с 0,05 до 0,12 моль увеличивает количество образования оксида цинка с 
31,2% на 52,6%. Установлено, что строение и размеры микро- и наночастиц 
в большой степени зависят от условий реакции и концентрации исходных 
продуктов. Увеличение концентрации исходных реагентов приводит к 
образованию частиц стержнеобразной и иглообразной формы, размеры 
которых достигают до 0,419 µm.

Ключевые слова: наночастицы оксида цинка, микрочастицы оксида 
цинка, синтез оксида цинка, различные формы наночастиц, наночастицы.

Introduction. In recent years, there has been much interest in metal micro- 
and nanoparticles nanoparticles in terms of the improvement of the physical 
and chemical properties of materials.  Also, metal nanoparticles are known to 
be used for antibacterial treatment of fibrous materials (El-Nahhal et al, 2013; 
Rodríguez-Tobías et al, 2019; El-Nahhal et al, 2018; Farooq et al, 2020; Oun et 
al, 2020; Kalwar et al, 2019; Emam et al, 2013).

Extensive research of zinc oxide micro- and nanoparticles has been conducted 
because of their optoelectronic, catalytic, and photochemical properties. The 
main advantage of zinc oxide micro- and nanoparticles is their low price and 
rapid degradation under environmental conditions, which reduces the ecosystem 
load (Liu et al, 2007; Bhuyan et al, 2015; Moafi et al, 2011).

Zinc oxide is widely used to treat a number of different skin diseases since it 
has anticancer properties and is being investigated as an associate of antibacterial 
agents in every micro- and nanoscale formulation (Mirzaei et al, 2017; Bhuyan 
et al, 2015; Sánchez-López et al, 2020; Negut et al, 2018).

To obtain zinc oxide micro- and nanoparticles, various initial precursors and 
precipitants are used at various concentrations. In paper ([Varaprasad et al, 2016), 
zinc nitrate (Zn(NO3)2) at a concentration of 0.05 mol and ammonium hydroxide 
(NH4OH) was used as initial precursors, but the process of nanoparticle deposition 
was carried out at room temperature. Synthesis of zinc oxide nanoparticles was 
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carried out for 3 hours, and the resulting precipitate then was dried at 120°С for 
2 hours.

The paper (Shamsipur et al, 2013) describes an efficient one-stage thermal 
decomposition method for obtaining zinc oxide nanoparticles from a zinc 
carbonate precursor. Synthesis of zinc oxide by thermal decomposition was 
carried out in a furnace in a static air atmosphere at 700⁰С for 2 hours. ZnCO3 
nanoparticles were obtained in the range of 15 to 70 nm.

In paper (Taussarova et al, 2020), zinc chloride (ZnCl2) at a concentration of 
0.05 to 0.4 M and a precipitant sodium hydroxide (NaOH) at a concentration 
of 1 to 8 M were used for the initial precursors. It is shown that an increase in 
the concentration of the initial reagents leads to the formation of micro- and 
nanoparticles of various shapes. 

In paper (Simonenko et al, 2018), it was shown that thermal treatment 
at a temperature of 125⁰С and a holding time of 2 h, zinc oxide micro- and 
nanoparticles assume a shape close to spherical, while rod-shaped particles are 
also formed. Rod-shaped particles are organized into dense agglomerates, which 
in shape resemble bundles; at higher temperatures, however, no aggregation of 
zinc oxide micro- and nanoparticles is observed.

The purpose of this work is to study the effect of the concentration of 
zinc nitrate, being the initial precursor, on obtaining zinc oxide micro- and 
nanoparticles.

Research material and methods. Synthesis of micro- and nanoparticles 
of zinc oxide. Zinc oxide micro- and nanoparticles were synthesized by the 
precipitation method. In this case, zinc nitrate was completely dissolved in 50 ml 
of distilled water in a 250 ml beaker at room temperature with constant stirring 
for 1 hour. The concentration of zinc nitrate varied from 0.05 mol to 0.12 mol. 
Ammonium hydroxide was gradually added dropwise to the aqueous solution 
until a white precipitate formed, while the pH was adjusted to 9. After stirring for 
3 hours, the precipitate was elutriated several times with distilled water until the 
filtrate pH reached 7. After that, it was boiled for 5 minutes to obtain improved 
crystallization of zinc nanooxide. The resulting precipitate was dried at 120°C 
for 2 hours (Figure 1).

To determine the size and shape of samples of zinc oxide micro- and 
nanopowders, a JSM 6610 LV, JEOL (Japan) scanning electron microscope was 
used.

X-ray diffraction patterns of the samples were obtained on a DRON-4 X-ray 
diffractometer using copper radiation. The modes for obtaining X-ray patterns 
of the samples are as follows: the operating voltage on the X-ray tube is 35 kV, 
the tube current is 20 mA, the goniometer movement step is 0.05o 2θ, and the 
intensity measurement time at the point is 1.5 sec. During the exposure, the 
sample rotated in its own plane at a speed of 60 rpm.
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a b

Figure 1 – Zinc oxide micro- and nanoparticles obtained as a precipitate before 
(a) and after (b) drying

Results and Discussion.
The research results are shown in Figures 2-7.

Figure 2 – Zinc nanoparticles obtained at an initial concentration of zinc nitrate of 0.05 mol
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Figure 3 – X-ray pattern of a sample of zinc nanoparticles obtained at an initial concentration 
of zinc nitrate of 0.05 mol: 

Zn5(OH)8(NO3)2(H2O)2 – 53,3%; ZnO – 31,2%; NH4Zn5(OH)9(NO3)2·3H2O – 15,5%

Figures 2 and 3 show that, at an initial zinc nitrate concentration of 0.05 mol, 
zinc oxide nanoparticles, which are distributed rather unevenly, have a spherical 
shape. The X-ray pattern of a sample of zinc nanoparticles confirms the formation 
of zinc oxide by 31.2%, the rest of the compound has a more complex structure.

a b

Figure 4 – Zinc microparticles (larger than 0,200 µm) obtained at an initial concentration of 
zinc nitrate of 0.08 mol: a – 3,000 times magnification; b – 50,000 times magnification
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Figure 5 – Zinc micronanoparticles (larger than 0,100 µm) obtained at an initial 
concentration of zinc nitrate of 0.1 mol

At an initial zinc nitrate concentration of 0.08 mol, zinc oxide microparticles 
larger than 0.200 µm are obtained. They also assume a spherical shape, are 
organized into dense agglomerates, which in shape resemble bundles, and are 
visible at 50,000 times magnification (Figure 4).

The formation of rod-shaped zinc oxide microparticles of sizes from 0.128 to 
0.419 µm is observed with an increase in the initial concentration of zinc nitrate 
to 0.1 mol (Figure 5).

It is found that the structure and size of micro- and nanoparticles largely 
depend on the reaction conditions and the concentration of the starting products. 
An increase in the concentration of the initial reagents leads to the formation 
of rod-shaped and needle-shaped particles with sizes that reach up to 0.419 µm 
(Figures 2, 4, 5).

Figure 6 – X-ray pattern of a sample of zinc microparticles obtained at an initial 
concentration of zinc nitrate of 0.12 mol: 

Zn5(OH)8(NO3)2(H2O)2 – 39,1%; ZnO – 52,6%; NH4Zn5(OH)9(NO3)2·3H2O – 8,3%
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a b

Figure 7 – Zinc microparticles (larger than 0,200 µm) obtained at an initial concentration of 
zinc nitrate of 0.12 mol: a – 3,000 times magnification; b – 25,000 times magnification

At the initial maximum concentration of zinc nitrate of 0.12 mol, the zinc 
oxide nanoparticles, At the initial maximum concentration of zinc nitrate of 0.12 
mol, the zinc oxide microparticles, which are distributed rather unevenly assume, 
in addition to a spherical shape, mainly a rod-like one. The X-ray pattern of a 
sample confirms the formation of zinc oxide by 31.2%, the rest of the compound 
has a more complex structure.

With an increase in the initial concentration of zinc nitrate from 0.05 to 0.12 
mol (Figure 6), the amount of zinc oxide formation increases from 31.2% to 
52.6%. At the same time, there is a decrease in spherical particles and an increase 
in rod-shaped zinc oxide particles, which are visible at 3,000 and 25,000 times 
magnifications (Figure 7).

Conclusions. The results of the research showed the effect of zinc nitrate 
concentration on obtaining zinc oxide micro- and nanoparticles:

 – at initial concentrations of zinc nitrate of 0.05-0.08 mol, zinc oxide micro- 
and nanoparticles, which are organized into dense agglomerates and resemble 
bundles in shape, have a spherical shape. However, at initial concentrations of 
zinc nitrate of 0.1-0.12 mol, in addition to a spherical shape, the formation of 
rod-shaped zinc oxide micro- and nanoparticles is observed, which are visible at 
3,000 and 25,000 times magnification;

– with an increase in the initial concentration of zinc nitrate from 0.05 to 0.12 
mol, the amount of formation of zinc oxide increases from 31.2% to 52.6%;

– it was found that the structure and size of micro- and nanoparticles largely 
depend on the reaction conditions and the concentration of the starting products. 
An increase in the concentration of the initial reagents leads to the formation of 
rod-shaped and needle-shaped particles with sizes that reach up to 0.419 µm.
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